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Annex No. 7

[bookmark: _GoBack]Test of Holographic Film for Hot Stamping by Selected Supplier


The Supplier shall prove compliance with the tender specification by supply of a roll of the film with at least 100 standard metres wound in it, width 23 mm, 1" hollow, with design elements as per the technical specification. Using the below description the Employer shall check whether the film permits problem-free stamping with a STEUER (B2) machine in the registered seat of the Employer (hereinafter "STC"). 

1. test
LAB TEST 

Material : 
· the supplied roll of holographic film 

Test procedure:
The STC laboratory will check the test roll for compliance with the values included in the technical specification forming part of the tender documentation.


2. test
HOT STAMPING TEST WITH A STEUER PRODUCTION MACHINE AT STC

Material : 
· the supplied roll of holographic film 
· adhesive transparent polypropylene film – to be supplied by STC
· printing blocks for stamping – to be supplied by STC

Test procedure:
Using the STEUER production machine for hot stamping at STC circa 20 sheets of transparent polypropylene film will be stamped using the supplied film. The stamping process will be assessed with regard to problem-free passing of the film through the printing machine, the film adhesion (TESA TEST) and preservation of identical optical properties before and after the hologram application (diffraction properties).
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